EPA MACT Model Point Values*

Manual Resin Application Mechanical Resin Application Filament Winding / Gel Coat
HAP (Hand Lay-Up/Bucket & Tool Application) Atomized Application Non-Atomized Application Centifugal Casting Application
Content Non-Vapor Vapor Vacuum Non-Vapor Vapor Vacuum Non-Vapor Vapor Vacuum Non-Vapor Vapor Atomized
(% by wt.) | Suppressed SUppressed2 Bagging3 Suppressed SUppressed2 Bagging3 Suppressed SUppressed2 Bagging3 Suppressed SUppressed2 Application
26.0 43 28 24 74 48 41 43 28 24 88 57 194
27.0 47 31 26 81 53 45 47 31 26 93 60 208
28.0 51 33 28 89 58 49 51 33 28 97 63 222
29.0 55 36 30 98 64 54 55 36 30 102 66 238
30.0 60 39 33 107 70 59 60 39 33 106 69 253
31.0 64 42 35 117 76 64 64 42 35 111 72 269
32.0 69 45 38 127 82 70 69 45 38 116 75 286
33.0 74 48 41 137 89 76 74 48 41 120 78 303
34.0 79 52 44 149 97 82 79 52 44 125 81 320
35.0 85 55 47 160 104 88 85 55 47 130 84 338
36.0 90 59 50 173 112 95 90 59 50 135 87 356
37.0 96 62 53 185 121 102 96 62 53 139 91 375
38.0 102 66 56 199 129 109 102 66 56 144 94 394
39.0 108 70 59 213 138 117 108 70 59 149 97 414
40.0 114 74 63 227 148 125 114 74 63 154 100 434
41.0 121 79 66 243 158 133 121 79 66 159 104 454
42.0 128 83 70 258 168 142 128 83 70 164 107 475
43.0 135 87 74 275 179 151 135 87 74 169 110 496
44.0 142 92 78 292 190 160 142 92 78 175 113 518
45.0 149 97 82 309 201 170 149 97 82 180 117 541
46.0 157 102 86 328 213 180 157 102 86 185 120 563
47.0 165 107 90 347 225 191 165 107 90 190 124 586
48.0 173 112 95 366 238 201 173 112 95 195 127 610
49.0 181 117 99 387 251 213 181 117 99 201 130 634
50.0 189 123 104 407 265 224 189 123 104 206 134 658

Note 1: MACT Model point values are in units of pounds of HAP per ton of resin or gel coat.

Note 2: The MACT Model point values shown for vapor suppressed resins applied by manual resin application, mechanical resin application, and filament winding/centrifugal casting are applicable for unfilled
resin systems only. In the case of filled resin systems, the non-vapor suppressed point values should be used, regardless of whether or not the resin system contains a vapor suppressant. The point values
shown for vapor suppressed resins assume a 35% reduction in emissions when a vapor suppressed resin is used in an unfilled resin system. The point values for a vapor suppressed resin used by a facility

comply with the MACT standard will be obtained from an equation that uses results of a laboratory test conducted on the facility's vapor suppressed resin.

Note 3: The MACT Model point values shown for applications with vacuum bagging assumed that the use of vacuum bagging reduced HAP emissions by 45% when the bag and vacuum were applied to the mold
immediately after the application of the resin and no roll-out of the applied resin occurred. EPA may modify the vacuum bagging credit used to generate the MACT Model point values shown above to
reflect more recent emissions data after further study. Therefore, the vacuum bagging point values shown above are subject to change.
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