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I I .  

I. PET - DIMETHYL TEREPHTHALATE PROCESS 

A. Raw Material Storage 

VOC Emission Factor: 
Particulate Emission Factor: 

SOURCE: Reference 1 

0.1 lbs/1,000 lbs product 
0.165 lbs/1,000 lbs product 

B. Mix Tanks 

No emission information was available on mix tanks at 
facilities using the DMT process. 
process facility states that emissions are believed to be 
negligible (Reference 2). 
DMT process. 

Information on a TPA 

This statement was used for the 

C. Methanol Recovery System 

1. Reference 3 reports an emission factor of 0.15 lbs 
VOC/l,OOO lbs product for this stream. The stream, 
which originates from the esterifier, carries methanol 
byproduct vapors primarily and steam, and is processed 
through both cooling water and refrigerated condensers. 
The emission factor is reported as part of a description 
of a batch process. 

2. VOC Emission Factor: 0.3 lbs/1,000 l b s  product 

SOURCE: Reference 1. 

D. Recovered Methanol Storage 

Reference 3 reports an emission factor of 0.09 lbs 
VOC/l,OOO 1 bs product, based on refrigerated condensers 
controlling the recovered methanol storage tanks. 
Reference 3 reports an uncontrolled VOC emission factor 
of 0.29 1 bs VOC/1 ,000 1 bs product. 

1. 

2. VOC Emission Factor: 0.096 lbs/1,000 l b s  product. 

SOURCE: Reference 1. 

Both emission factors are very close to each other. 
emission factor from Reference 1 contains compounds other 
than methanol. 
used. 

The 

An emission factor of 0.09 lbs/1,000 lbs was 

El. Prepolymerizer Vacuum System 

VOC Emission Factor: 

SOURCE: Reference 1. 

0.009 lbs/1,000 lbs product 
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E2. Po lymer iza t ion  Reactor Vacuum System 

VOC Emission Factor :  0.0005 lbs/1,000 l b s  product  

SOURCE: Reference 1. 

E3. Cool i n g  Tower 

The emission est imates were "borrowed" from those est imated 
s p e c i f i c a l l y  f o r  c o o l i n g  towers a t  p l a n t s  us ing  t h e  TPA 
process. 

F. Ethy lene Glycol  Process Tanks 

VOC Emission Fac tor :  

SOURCE: Reference 1. 

0.0009 lbs/1,000 l b s  product  

G. Ethy lene Glycol  Recovery Condenser 

VOC Emission Factor :  

SOURCE: Reference 1. 

0.01 lbs/1,000 l b s  p roduc t  

H. Ethy lene Glycol  Recovery Vacuum System 

VOC Emission Factor :  

SOURCE: Reference 1. 

0.0005 lbs/1,000 l b s  product  

I .  Product Storage 

P a r t i c u l a t e  Emission Fac to r  

Uncont ro l led :  0.4 lbs/1,000 l b s  product  
Con t ro l l ed :  0.0003 lbs/1,000 l b s  product  

SOURCE: Reference 1. 

J. Sludge Storage and Loading 

VOC Emission Fac tor :  

SOURCE: Reference 1. 

0.02 lbs/1,000 l b s  product  
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11.  PET - TEREPHTHALIC A C I D  PROCESS 

A. Raw M a t e r i a l  Storage 

The TPA process and t h e  DMT process bo th  use e thy lene g l y c o l  
and methanol. No emissions i n fo rma t ion  was a v a i l a b l e  f o r  raw 
m a t e r i a l  s torage a t  a f a c i l i t y  us ing  t h e  TPA process. 
Reference 3 s t a t e s  t h a t  these emissions "are be l i eved  t o  be 
n e g l i g i b l e ,  b u t  have n o t  been sampled o r  est imated."  The raw 
m a t e r i a l  s torage VOC emission f a c t o r  c a l c u l a t e d  f o r  t h e  DMT 
process was assumed t o  be a p p l i c a b l e  t o  t h e  TPA process. 

B. Mix  Tanks 

Th is  emission p o i n t  i s  a vent  l i n e  f rom t h e  pas te  mixer .  
Vent ing  i s  t o  t h e  atmosphere a t  ambient temperature.  
Emissions are  be l i eved  n e g l i g i b l e ,  b u t  have n o t  been sampled 
f o r .  

SOURCE: Reference 2. 

C. E s t e r i f i c a t i o n  

Stack sampling was conducted on the  condenser vent,  measuring 
d i - i so -p ropy l -am ine  (DIPA) and acetaldehyde. Emission r a t e s  
o f  0.0008 and 0.037 l b s  TOC/1,000 l bs  o f  product  were 
repor ted .  
o u t l e t  vent a f t e r  a condenser on t h e  e s t e r i f i e r ,  bu t  be fore  
any a d d i t i o n a l  c o n t r o l .  The former i s  t h e  emission r a t e  f o r  
t h e  o u t l e t  o f  a second condenser ( i n  se r ies )  t o  t h e  f i r s t  
condenser on t h e  e s t e r i f i e r .  

SOURCE: References 4 and 5. 

D1. Prepolymer izer  Vacuum System 

The l a t t e r  emission r a t e  i s  assoc iated w i t h  t h e  

Since no emission i n fo rma t ion  was a v a i l a b l e  f o r  a f a c i l i t y  
us ing  a TPA process, t h e  emission f a c t o r  f o r  t h e  DMT process 
was used. 

02. Po lymer iza t ion  Reactor Vacuum System 

Since no emission i n fo rma t ion  was a v a i l a b l e  f o r  a f a c i l i t y  
us ing  a TPA process, t h e  emission f a c t o r  f o r  t h e  DMT process 
was used. 

D3. Cool i n g  Tower 

The 0.2 lbs/1,000 l b s  product  was c a l c u l a t e d  based on an 
average e thy lene g l y c o l  concen t ra t i on  o f  0.32 percent  (by 
weight ) ,  an evaporat ion r a t e  o f  1.5 percent  o f  the  
c i r c u l a t i o n  r a t e ,  a windage r a t e  o f  0.2 percent  o f  t h e  
c i r c u l a t i o n  r a t e ,  and a c i r c u l a t i o n  r a t e  o f  1,510 g a l l o n s  per  
minute.  Th is  i n fo rma t ion  was prov ided by F i b e r  I n d u s t r i e s .  
The c a l c u l a t i o n s  are shown i n  Attachment 1. To ta l  e thy lene 

3 



E. 

F. 

G. 

glycol emissions from the cooling tower are estimated to be 
0.193 lbs/1,000 lbs product. 
uses condensers immediately off of the polymerizers. 

Reference 7 reports that the estimated cooling tower 
emissions are 3.4 lbs/1,000 lbs of product, which was 
generated from plant trials. This plant does not use 
condensers immediately off of the polymerizers. 

The Fibers Industries plant 

Ethylene Glycol Recovery Process Tanks 

Since no emission information was avajlable for a facility 
using a TPA process, the emission factor for the DMT process 
was used. 

Ethylene Glycol Recovery System 

Since no emission information was available for a facility 
using a TPA process, the emission factor for the DMT process 
was used. 

Product Storage 

Since no emission information was available for a facility 
using a TPA process, the emission factor for the DMT process 
was used. 
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High viscosiry pol.vlethylene 
1erephfhoIoteJ means poly(ethy1ene 
terephthalate) that has an intrinsic 
viscosity of0.9 or higher and is used in 
such applications as  tire cord and seat 
hells. 

Incinerofor means an enclosed 
combustion device that is used for 
destroying VOC. 

In-silo suspension process means a 
manufacturing process in which styrene. 
blowing agent. and other raw materials 
are added together within a reactor for 
the production of expandable 
polystyrene. 

lntermitfent emissions means those 
pas streams containing VOC that are 
generated at intervals during process 
line operation and includes both 
planned and emergency releases. 

Liquidphose process means a 
polymerization process in which the 
polymerization reaction is carried out in 
the liquid phase: ;.e.. the monomer(s) 
and any catalvst are dissolved. or 
suspended in a liquid solvent. 

Liquid phose slurry process means a 
iiquid phase polymerization process in 
which the  monomer(^) are in solution 
lcompletely dissolved) in a liquid 
solvent. hut the polymer is in the form of 
solid particles suspended in the liquid 
reaction mixture during the 
polymerization reaction: sometimes 
called a particle form process. 

Liquidphose solulion process means 
B liquid phase polymerization process in 
which both the monomer(s) and polymer 
are in solution (completely dissolved) in 
the liquid reaction mixture. 

means a thermoplastic polymer or 
copolymer comprised of at least 50 
percent ethylene by weight and havingil 
density of 0.940 g/cm%r less;- 

production process for the manufacture 
of low density polyethylene in which a 
reaction pressure markedly below that 
used in a high pressure process is used. 
Reaction pressure of current low 
pressure processes typically go up to 
about 300 psig. 

Low viscosity polylethylene 
fcrephlholotel means a paly(ethy1ene 
terephthalate) that has an intrinsic 
viscosity of less than 0.75 and is used in 

Low density polyethylene ILDPE) 

Low pressureprocess means a 

such applications as  clothing. bottle. and 
film production. 

Molcriol recovery secfioii means the 
equipment tha. recovers unreacted or 
Iiy-product materials from any process 
section for return to the process line, ofl- 
site purification or treatment. or sale 
Equipment designed to separate 
unreacted or by-product material from 
the polymer product are to be included 
in this process section. provided at least 
some of the material is recovered for 

reuse in the process. off-site purification 
or treatment. or sale. at the time the 
process section becomes an affected 
facility. Otherwise such equipment are 
to be assigned to one of the other 
process sections. as  appropriate. 
Equipment that treats recovered 
materials are to be Included in this 
process section. but equipment that also 
treats raw materials are not to be 
included in this process section. The 
latter equipment are to he included in 
the raw materials preparation section. If 
equipment is used to return unreacted or 
by-product material directly to the same 
piece of process equipment from which 
i t  was emitted. then that equipment is 
considered part of the process section 
that contains the process equipment. If 
equipment is used to recover unreacted 
or by-product material from a process 
section and return it io nother process 
section or a different piece of process 
equipment in the same process section 
or sends it  off-site for purification. 
treatment. or sale. then such equipment 
are considered part of a material 
recovery section. Equipment used for the 
on-site recovery of ethylene glycol from 
poly(ethy1ene terephthalate) plants. 
however. are not included in the 
material recovery section. buf are 
covered under the standards applicable 
to the polymerization reaction section 
( 5  60.562-l(c)(ll(ii)(A) or (2)(ii)(A)). 

Opemting day means. for the 
purposes of these standards. any 
calendar day during which equipment 
used in the manufacture of polymer was 
operating for at least 8 hours or one 
labor shift. whichever is shorter. Only 
operating days shall he used in 
determining compliance with the 
standards specified-in 9 60.562- 
Ilcl(ll(ii)(B). (1)(ii)(C). (Z)(ii)(B). and 
(Z)(ii)(Cl. Any calendar day in which 
equipment is used for less than 8 hours 
or one labor shift. whichever is less. is 
not an "operating day" and shall not be 
used as part of the rollins 1Cday period 
for determining compliance with the 
standards specified in 9 60.562- 
llc)(l)(iil(B). (l)(ii)(C). (2)(ii)(D). and 

~~~~ 

~ 2 ) ~ i i l ~ C l .  
Polvefhvlene means a thermoolastic .~ 

polymer or copolymer comprised of at 
least 50 percent ethylene by weight: see 
low density polyethylene and high 
density polyethylene. 

Poly(erhy1enc ierephilrolorcl (PET) 
means a polymer or copolymer 
comprised of at least 50 percent bis-(2- 
hvdroxyethyl).terephthalate (DHET) by 
weight. 

Polylethylcne tercphtholotcl (PETJ 
manufacture using dimethyl 
rcrephlholic means the manuhcturing of 
poly(ethy1ene terephthalate) based on 
thc esterification of dimethyl 

terephthalate (DMT) with ethylene 
glycol to form the intermediate monomer 
bis-(2-hydroxyethyl)-tetephthalate 
(BHET) that is subsequently 
polymerized to PET. 

Polylethylene tereph fholole) IPETI 
monufocture using lerephtholic acid 
means the manufacturing of 
poly(ethy1ene terephthalate) based on 
the esterification reaction of 
terephthalic acid ITPA) with ethylene 
glycol to form the intermediate monomer 
bis-(2-hydroxyethpl)-terephthalate 
(BHET) that is subsequently 
polymerized to form PET. 

means the equipment designed to cause 
monomer(s) to react to form polymers. 
including equipment designed primarily 
to cause the formation of short polymer 
chains (oligomers or low polymers). but 
not including equipment designed to 
prepare raw materials for 
polymerization. e+. esterification 
vessels. For the purposes of these 
standards, the polymerization reaction 
section begins with the equipment used 
to transfer the materials from the raw 
materials preparation section and ends 
with the last vessel in which 
polymerization occurs. Equipment used 
for the on-site recovery of ethylene 
glycol from polyIcthylene terephthalate) 
plants. however. are included in this 
process section. rather than in the 
material recovery process section. 

Polypropylene (PPI means a 
thermoplastic polymer or copolymer 
comprised of at least 50 percent 
propylene by weight. 

thermoplastic polymer or copolymer 
comprised of a1 least 80 percent styrene 
or para-methylstyrene by weight. 

Post-impregnation suspension process 
means a manufacturing process in which 
polystyrene beads are first formed in a 
suspension process. washed. dried. or 
otherwise finished and then added with 
a blowing agent to another reactor in 
which the beads and blowing agent are 
reacted to produce expandable 
polystyrene. 

Process heoler means a device that 
trnnsfers heat liberated by burning fuel 
to fluids contained in tubular coils. 
including all fluids except water that is 
heated to produce steam. 

equipment assembled that can operate 
independently if supplied with sufficient 
raw materials to produce polypropylcnc. 
polyethylene, polystyrene. (general 
purpose. crystal. or expandable1 or 
poly(ethy1ene terephthalate) or one of 
their copolymers. A process line 
consists of the equipment in the 
following process sections (to the extent 

Polymerizotion reoction seclion 

Polystyrene IPS) means a 

Process l ine means a group of 




